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Don’t miss this dynamic

industry focused event.

An ASNT Conference, Nondestructive Evaluation of
Aerospuce Muteridls and Structures, brings to the forefront
the Society’s lurgest membership segment, Aerospuce—
accounting for more than 2,000 members.

This program will focus on the Nondestructive Evaluation of
mauteridls aund structures utilized in the uerospuce industry,
most of which overlup into other industries. Engineers,
maunagers, resedrchers us well us quulity und manufacturing
personnel will benefit from participating in the unique event.

Nondestructive
Evaluation of
Aerospace

Materials and

Structures

Hilton St. Louis Airport

Hosted by the ASNT
St. Louis Section

9-10 June 2008

St. Louis, MO USA

Conference Program

Monday June 9, 2008

9:00 am

Keynote Address

The Evolution of NDE in Aerospace
Dr. Donald Palmer,

Boeing Fellow and

St. Louis Section Chair

10:00 am

Comparative Study of Out-of-plane
Fiber Orientation on
Carbon-Carbon Composites

R. Miller, S. Igbal, T. Chu, P. Filip,
Southern lllinois University-Carbondale

10:30 am

Ultrasonic NDE of Aerospace
Composites Using Acoustography
J. Sandhu, W. Popek, Santec Systems Inc.;
G. Georgeson, The Boeing Company;

C. Pergantis, US Army

Research Laboratory

11:00 am

Studies on Assessing the Integrity
of Adhesively Bonded Structures by
the Measurement of the
Dependence of Acoustic Properties
with Temperature

V. Jagasivamani, A. Smith,

Hampton University

11:30 am - 1:30 pm
Lunch Break

1:30 pm

Automated MWM-Array Eddy
Current Inspection Systems, for
Metals and Composites

N. Goldfine, Y. Sheiretov, M. Windoloski,
JENTEK Sensors Inc.

2:00 pm

Scan Speed Improvement for RSD
X-Ray Backscatter for Aerospace
NDE Including Defect Detection in
the Space Shuttle External Tank
Foam Insulation

E. Dugan, N. Sabri, University of Florida;
D. Shedlock, NucSafe Inc.

2:30 pm

Digital Radiography for Aerospace
J. Zekoski, C. Murner, S. Telesz,

GE Inspection Technologies

3:00 pm

Evaluation of Air

Coupled Ultrasound

H. Tat, R. Bossi, Boeing Company

3:30 pm

Technology Advances for Remote
Visual Inspection of Engine Systems
J. Lopez, C. Murner,

GE Inspection Technologies

4:00 pm

Ultrasonic Solutions for Composite
Testing and Repair Inspection

W. Yzelman, C. Murner,

GE Inspection Technologies

4:30 pm

Inspection of Bonded Repairs in
Composite Primary Structure

J. Kollgaard, Boeing Company

5:00 - 7:00 pm
Welcome Reception

Tuesday June 10, 2008

9:00 am

Pulsed Eddy Current for Sub-layer
Corrosion Detection

C. Murner, J. Hansen,

GE inspection Technologies

9:30 am

Phased Array Inspection Technique
for Lower Rivet Row Cracks in
Fuselage Lap Joints

D. Messner, J. Kollgaard, Boeing M&PT

10:00 am
Damage Tolerance of
Composite Structures -

How Much NDT is Needed?
J. Kollgaard, G. Oakes, Boeing Company

10:30 am

High Resolution, Low Cost
Ultrasound Camera for Drastic
Simplification of Aerospace NDI
B. Lasser, M. Lasser, J. Kula, D. Rich,
Imperium Inc.

11:00 am

Microwave Measurement of
Paint Thickness on Composite
Airplane Skins

P. Anderson, E. Sergoyan, J. Takeuchi
Boeing Commercial Aircraft Co.

11:30 - 1:00 pm
Lunch Break

2:00 pm

MWM-Array Fatigue, Corrosion,
Stress, and Temperature Sensors for
Structural Healtﬁ Monitoring

N. Goldfine, V. Zilberstein,

A. Washabaugh, D. Grundy,

JENTEK Sensors Inc.

2:30 pm

Heqltﬁ Monitoring and Prognostics
for Aerospace Structures:

A Systems Engineering Approach
D. Forsyth, J. Gonzalez, TRIAustin; T. Mills,
S. Prost-Domasky, APES

3:00 pm

Automatomous Active Damage
Monitoring of Composite Structures
Using Ultrasonic Waves

S. Banerjee, K. Mitchell, B. Sholy,

Saint Louis University

3:30 pm

An Embedded Near
Real-Time Structural Health
Monitoring System

K. Mitchell, S. Banerjee, B. Sholy,
Saint Louis University

4:00 pm

An Experimental Study for
Nondestructive Evaluation of
Hidden Corrosion in Aluminum
2024-T4 Alloy Used for
Aircraft Components

P.Abhjit, M Bhat, C. Murthy,

Indian Institute of Science

Program Chair:
Roger Engelbart, Boeing

Program Committee:
April Beisiegel, Boeing

Steve Fults, Geotechnology, Inc.
Robert Lord, Boeing

Donald. Palmer-Jr., Boeing

Greg Saguto, Boeing

Christopher Vaccaro, Boeing

Scott Zimmer, Quality Testing Service

Exhibitors

NDT Solutions

1682 County Road K

New Richmond, WI 54017-6733
715/246-0433

715/246-0466 fax

www.ndts.com

TEAM Industrial Services
500 Broadway

South Roxana, IL 63026
618/251-4125

618/251-4148 fax
www.Teamindustrialservices.com

Techna NDT

6707 S. 216th Street
Kent, WA 98032
253/872-2415
253/872-2416 fax
www.technandt.com

Thermal Wave Imaging, Inc.
845 Livernois

Ferndale, MI 48220
248/414-3730

248/414-3764 fax
www.thermalwave.com

Register
Today!

Online at: www.asnt.org
By Fax: 614.274.6899

By Phone: 614.274.6003

800.222.2768
US/Canada





